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Abstract: Optical parametric oscillation (OPO) has widely been utilized as a means of 
generating light with wide spectral coverage from a single pump laser. These oscillators can be 
driven using either continuous-wave (CW) light, which only requires lining up of the pump 
frequency with OPO resonance, or pulsed light, which also mandates that the repetition rate of 
the pulse and free spectral range of the OPO cavity are carefully tuned to match each other. 
Advancements in nanophotonics have ignited interest in chip-scale OPOs, which enable low-
footprint and high-efficiency solutions to broadband light generation. CW-pumped integrated 
OPO has been demonstrated using both c(2) and c(3) parametric oscillation. However, realizing 
pulse-driven on-chip OPO remains challenging, as microresonator cavities have limited tuning 
range in the FSR and resonance frequency compared to traditional bulk cavities. Here, we 
overcome this limitation and demonstrate a c(3) pulse-driven OPO by using a tunable on-chip 
femtosecond pulse generator to synchronously pump the oscillator. The output frequency comb 
generated by our OPO has 30-GHz repetition rate, spans 2/5 of an octave and consists of over 
1400 comb lines with a pump-to-comb conversion efficiency of 10%. 
 

Optical parametric oscillation can generate different wavelengths of light from a single 
pump laser and has been utilized widely for coherent generation of light via three-wave mixing. 
These traditional OPOs typically consist of c(2) bulk crystals inserted in an optical cavity whose 
resonance is matched to the pump wavelength1. OPOs can be driven using either continuous-
wave (CW) or pulsed laser light. The latter requires synchronous pumping, where the free 
spectral range (FSR) of the OPO cavity and the repetition rate of the pulse train must also be 
matched. In, for example, bulk Fabry-Perot cavities, the cavity FSR can be matched to the 
repetition rate by tuning the separation of the cavity mirrors. Synchronized pumping can lower 
threshold power for parametric oscillation due to high pulse peak power and enable ultrashort 
pulse generation2. 

With the rapid development of integrated photonics, there has been significant study of 
on-chip OPOs based on both second-order and third-order nonlinearity in microresonators. These 
miniaturized oscillators are significantly more compact than traditional OPOs and provide 
additional opportunities to control the generated output light by leveraging dispersion 
engineering in addition to phase matching. Both c(2) and c(3) OPOs have been extensively 
studied3–8, but on-chip pulse-driven OPO remains a large challenge. Unlike bulk oscillators, on-
chip resonators have FSRs that are fixed by fabrication with relatively little tunability. Thus, it 
becomes crucial to have an on-chip pulse generator with flexible center frequency and repetition 
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rate. Electro-optic modulation is a well-known method for generating optical pulses from CW 
laser light with tunable frequency and repetition rate9, and has been implemented with discrete-
component modulators to generate tunable pulses for synchronous driving of integrated c(3) 
resonators10–13. 

Thin-film lithium niobate (LN) is an attractive material platform boasting excellent 
electro-optic and nonlinear optic properties (r33 = 30 pm/V, d33 = 27 pm/V, n2 = 1.8e-19 m2/W)14. 
The periodic poling capability of the LN platform also make it appealing for quasi-phase 
matching of on-chip c(2) OPOs or cascaded c(2) process for higher effective c(3) nonlinearity. 
Previously, ultrashort on-chip pulse generation via CW-pumped periodically poled c(2) OPO3–5, 
and Kerr comb generation via c(3) OPO15–19 has been demonstrated on the thin-film LN platform. 
However, there is currently no work combining on-chip pulse generation with on-chip optical 
parametric oscillation using this or any other platform. 

In this work, we demonstrate a broad 30-GHz Kerr comb source by leveraging c(3) 
nonlinearity of dispersion-engineered high-Q thin-film LN microresonator that is synchronously 
pumped using an electro-optic femtosecond pulse source also realized in thin-film LN20. The on-
chip pulse source not only reduces the footprint of our pulsed comb generation scheme, but also 
enables tunability of the pulse repetition rate and center wavelength. We find that by employing 
both synchronous pumping and a microresonator with normal dispersion, we are able to 
overcome efficiency limitations in traditional CW-pumped Kerr comb generation schemes. We 
also find that seeded nonlinear process by pulsed pumping decreases the four-wave mixing 
threshold and mitigates Raman scattering process that has plagued LN16,21 and other crystalline 
resonators22. Notably, stimulated Raman scattering is well mitigated without any engineering of 
the free spectral range, pump wavelength, or resonator coupling rates which have been employed 
in previous works16,17,22. The final frequency comb spectrum spans 400 nm over 1500 comb lines 
(over 2/5 of an octave) with a pump-to-comb conversion efficiency of over 10%.  
 
Results 

Our parametric oscillator is based on c(3) four-wave mixing process, which is the 
dominant process used in traditional microresonator Kerr comb sources23,24. Fig. 1a illustrates the 
time- and frequency-domain behavior of comb generation under a typical CW-pumped scheme. 
In Fig. 1b, we show the comb generation scheme with synchronous pulsed pumping. Pulses are 
generated from CW light using an electro-optic time lens system through amplitude and phase 
modulation, before being sent to the nonlinear resonator.  

Our pulse generator chip is fabricated as described in Ref. 20 on a 600 nm X-cut LN 
substrate, consisting of one amplitude and one phase modulator with 2-cm long travelling-wave 
electrodes. The fiber-to-fiber insertion loss of this chip is 9 dB (3 dB/facet for each facet and 3 
dB loss from device operation). The pulse generator chip features a recycled-PM design to lower 
the Vp of the phase modulator. As such, the optimal operating condition is achieved when the 
optical signal is in phase with the microwave drive and the phase modulator exhibits resonant 
behavior, hitting the lowest Vp every 2.8 GHz. One such resonant operating frequency occurs at 
30.135 GHz. When operated at this RF frequency, the generated pulses reach maximum 
compression after passing through 59-m of single-mode fiber and achieve a pulse duration of 526 
fs20.  

The resonator (Fig. 2a,b) is fabricated on Z-cut LN in order to avoid TE/TM mode 
crossing in the racetrack bends caused by material birefringence. The racetrack is designed so 
that the FSR of its fundamental TE mode is within the resonant operating range of the EO pulse 
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generator, measured to be 30.14 GHz (Fig. 2c). After the optical layers are defined, the device 
then undergoes a 2-hour annealing process at atmospheric pressure with O2 ambient, intended to 
decrease the thin film material absorption limit and increase the optical quality factors of our 
resonator device25. Accordingly, the waveguides are designed to be wide and multimode (2 µm) 
so that the optical quality factor is not limited by fabrication-induced sidewall scattering. The 
fundamental TE mode of the resonator is near-critically coupled and has a loaded optical 
linewidth of 60 MHz and optical Q-factors of 3.2 million (Fig. 2d). We note a near 5x 
improvement in the Q of this device compared to our previous 250 GHz Kerr comb devices15, 
made possible by this annealing process. The calculated dispersion profiles for our waveguide 
geometry are given in Fig. 2e. The insertion loss of this chip is 11 dB (5.5 dB/facet for each facet 
and negligible on-chip loss). 

For the measurement (Fig. 3a), light is coupled between the two LN chips using lensed 
fiber and single-mode fiber (SMF). The total length of SMF between the two devices is carefully 
calibrated to reach maximum pulse compression. An erbium-doped fiber amplifier (EDFA) is 
used to amplify the pulse between the two chips. The EDFA gain is 12 dB and is used to 
compensate for the chip-chip coupling loss (3 dB at the output of EO pulse generator, and 5.5 dB 
at the input of OPO) and supplies an additional 3.5 dB of gain to the system. The center 
frequency of the pulse source is tuned to match the resonance frequency, and its repetition rate is 
fine-tuned to precisely match the FSR of the Kerr ring.  

The generated comb spectrum is given in Fig. 3b. The asymmetric profile of the 
frequency comb reflects the dispersion operator curve given in Fig. 2e, which biases the comb in 
the red direction with respect to the pump. The final frequency comb is achieved using ~12.5 
mW of average on-chip power, corresponding to 0.8 W of peak power and 0.45 pJ pulse energy, 
in the bus waveguide, and spans 2/5 of an octave over 1500 comb lines. The conversion 
efficiency of our frequency comb, which we define as the total power of the frequency comb 
divided by the average power in the bus waveguide, is measured to be ~10%. The high efficiency 
is enabled by both synchronous driving as well as normally dispersive operation10. To date, this 
is the highest reported pump-to-comb conversion efficiency of Kerr comb on thin-film LN. Key 
features of the comb, including bandwidth, center wavelength, and repetition rate, are compared 
against other LN Kerr combs in Table 1.  

Importantly, synchronous driving overcomes strong stimulated Raman scattering (SRS) 
in the material, another limitation in LN-based frequency combs and c(3) OPOs based on 
crystalline materials21. In our pulsed scheme, we excite the resonator synchronously with an EO-
generated comb, thus seeding and lowering the power threshold of the four-wave mixing 
process. This favors the Kerr comb generation in the forward direction over strong Raman 
scattering followed by Kerr comb generation in the backward direction. To confirm this 
experimentally, the LN resonator is also excited using a high-power CW source. Fig. 3c shows 
the generated comb spectrum at 200 mW of on-chip power in the CW driving case, monitored in 
the backward direction. We see a strong peak in the comb spectrum at ~1725 nm, corresponding 
to a Raman frequency shift of 625 cm-1 and the resonance of the E(LO)8 phonon branch26–28, 
previously reported as the dominant phonon branch for SRS for the crystal cut and polarization17. 
Moreover, the microcomb that forms around the peak at 1725 nm is significantly stronger than 
the comb lines around the pump, similar to previously observed Raman frequency combs in LN 
and further supporting the observance of Raman scattering under this generation scheme. 
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Discussion 
In conclusion, we show synchronously driven optical parametric oscillation and resonant 

Kerr broadening of an electro-optic optic pulse source on thin-film lithium niobate, generating a 
30-GHz comb spanning 400 nm in bandwidth. Additionally, the seeded four-wave mixing 
process of the pulsed-pumping scheme greatly reduces the threshold power for comb generation 
and bypasses the Raman scattering process commonly observed in thin-film LN comb 
generation.  

We believe that the thin-film LN platform is a promising host for on-chip OPO beyond 
what has been demonstrated in this work. The poling capability of LN makes it excellent 
candidate for c(2) pulsed OPOs, and c(3) Kerr combs operating in the anomalous dispersion 
regime for octave spanning comb generation are also a candidate for synchronous driving. While 
our current measurement was done across two separate chips, we look forward to future 
compatibility of this scheme for full integration (Fig. 4a). This would not only greatly reduce the 
footprint of the comb generator, but also allow us to avoid on- and off-chip coupling losses 
between the two chips. Platform compatibility between the two chips should be possible with 
careful design and fabrication development. For example, the electro-optic components can be 
made on Z-cut LN with development of high efficiency Z-cut LN modulators29. On the other 
hand,  the resonator chip could be fabricated on X-cut LN through careful engineering of the 
racetrack bends to avoid mode crossing caused by material birefringence30.  

While fabrication across two chips allows flexibility to sweep a range of device sizes to 
precisely match the optimal repetition rate of the pulse generator, the on-chip pulsed OPO should 
be robust to fabrication should the two components be combined. The center wavelength of the 
pulse source is flexible (Fig. 4b), as the recycled phase modulator is not optically resonant and 
the quadrature point of the amplitude modulator could be tuned with DC bias (electro-optics) or 
heaters (thermo-optics). Additionally, we conservatively estimate that we can target the 
resonance FSR within 300 MHz of the intended design given fabrication variation and error. We 
find that within this RF frequency range, there is negligible (~1%) change in the Vp of the 
recycled phase modulator (Fig. 4c).  

We look forward to a fully integrated scheme that combines not only the pulse generator 
and resonator, but also on-chip pulse compression and laser integration. Recently, in addition to 
pulse generation and nonlinear broadening, efforts in integrating high power lasers31 and 
performing low-loss on-chip pulse compression20 have been demonstrated on thin-film lithium 
niobate. We envision a scheme that combines all these components together, which could be 
possible with further fabrication development, improvements in loss, and larger scale processing 
of lithium niobate components. 
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Fig. 1 Visualization and concept of pulse generation and optical parametric oscillation. a, 
CW scheme in time and frequency domain; CW light is tuned to the resonant frequency of a 
microresonator and undergoes four-wave mixing process. The generated frequency comb pulse 
train has a repetition rate equal to the free spectral range of the microresonator; b, Pulse 
generation and synchronous pumping scheme in time and frequency domain; a pulse train is 
formed through amplitude and phase modulation of CW light before resonantly driving the 
microresonator.  
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Fig. 2 Device images and parameters. a, optical microscope image of racetrack resonator 
showing 2 mm footprint size. b, scanning electron microscope (SEM) image of waveguide 
sidewalls in the bending region of the racetrack resonator. c, wide resonance scan showing FSR 
of 30.14 GHz for the fundamental TE mode around 1557 nm. d, resonance linewidth fitting of 
fundamental TE mode, showing loaded optical Q-factor of 3.2 million and linewidth of ~60 
MHz. e, dispersion profiles of fabricated geometry with pumping at the resonance frequency. 
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Fig. 3 Frequency comb generation in pulse-driven vs. CW-driven case. a, Measurement 
scheme for on-chip pulse-pumped OPO. CW light is coupled onto the first LN chip for pulse 
generation. The outgoing pulse train is amplified using an EDFA and compressed in single mode 
fiber. The pulsed light is then coupled to the second LN chip for OPO; b, Pulse-pumped 
spectrum, generated with 12.5 mW average on-chip power. The spectrum spans 2/5 octave. Red 
trace: electro-optic frequency comb produced by the pulse generator chip, measured before 
coupling into the resonator chip. Blue trace: frequency comb spectrum produced by the pulse-
pumped OPO, measured at the resonator chip output. The power level of the red trace is adjusted 
to account for chip-chip coupling loss, so that the relative power of the pump comb and 
broadened comb match appropriately. Inset: visualization of light circulation in microresonator 
for synchronous driving. SRS is avoided and FWM co-propagates with the pump; c, CW-
pumped spectrum, generated with 200 mW on-chip power, monitored in the backward direction. 
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A strong Raman peak is observed at 1720 nm. Inset: visualization of light circulation. SRS 
threshold is lower than that for FWM, and so both SRS and subsequent comb lines generated 
through FWM counter-propagate with the pump. 
 
 
 
 
 
 

 
Fig 4 Outlook of synchronously driven optical parametric oscillators on thin-film LN. a, 
Schematic for integrated on-chip pulse-driven OPO, which includes integrated on-chip DFB 
laser source, amplitude and phase modulators for pulse generation, on-chip dispersion 
management, and dispersion engineered c(2) or c(3) resonators. For future integrated schemes, 
fabrication developments can be made on modulator side (Z-cut modulators) or on the resonator 
side (dispersion engineering with respect to material birefringence) for compatibility of 
integration; b, Pulse generation at different center wavelengths. The pulse source has flexible 
wavelength tunability and can be precisely matched to resonator frequency without large need 
for thermal tuning; c, Vp of the recycled phase modulator (layout shown in inset) utilized in the 
pulse generator design. The waveguide wraps around before passing through modulation again, 
allowing the phase modulator to be driven with a single GSG electrode and microwave source 
but imparting a periodic resonance condition on the Vp. The Vp is measured around the 
resonance condition 30.135 GHz (2.5 V). Within the range that we can fabricate reproducibly, 
indicated by black arrow, there is < 0.5 dB change in the Vp and minor effect on the pulse 
generation efficiency. 
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Table 1: Performance comparison with other LN Kerr combs 
 

 
Methods 
 
Fabrication  
The electro-optic pulse generator device is fabricated on thin-film X-cut lithium niobate on 
insulator wafer (NanoLN) with 600 nm film thickness and and buried oxide thickness of 2 μm. 
The resonator device is fabricated on thin-film Z-cut lithium niobate on insulator wafer (also 
NanoLN) with 600 nm film thickness and 2 μm buried oxide thickness.  The optical layer for 
devices are defined using electron-beam lithography (EBL) with hydrogen silsesquioxane resist, 
which is then partially etched by Ar+-based reactive ion etching. The X-cut device is partially 
etched to 300 nm with a remaining slab of 300 nm. The entire device is cladded with silicon dioxide 
via plasma-enhanced chemical vapor deposition (PECVD). The microwave electrodes (1.6 μm Au) 
are defined using electron-beam lithography and photolithography and metallized using electron 
beam evaporation. The facets of the X-cut LN chip are etched with deep reactive ion etching. The 
Z-cut device is partially etched by 485 nm with a remaining slab of 115 nm. The chip undergoes 
2-hours of high temperature furnace annealing in O2 ambient. The facets of the Z-cut LN chip are 
cleaved to ensure a smooth facet to minimize coupling loss. 
 
 
Measurement 
The full measurement scheme is given in Extended Data Fig. 1a. A tunable laser (Santec-710) is 
fiber coupled to the pulse generator chip. The light is polarization controlled to ensure coupling to 
the TE optical mode and passed through a series of on-chip amplitude and phase modulators. The 
modulators are driven using GSG probes and off-chip signal generator. Pulses are coupled off-
chip and sent to a pulse amplifier before being coupled to the resonator chip. The length of fiber 
between the two LN chips, including fiber in the EDFA and the polarization control, is set to 59-
m, which corresponds to maximum compression of the outgoing pulse train. The final spectrum 
from the resonator is measured on an optical spectrum analyzer. 
 For testing the resonator under CW conditions, the pulse generator chip is bypassed 
completely and the tunable laser is amplified and sent directly into the resonator chip (Extended 
Data Fig. 1b). An optical circulator is used to allow monitoring of the spectrum in both the forward 
and backward directions. 

Reference Repetition 
rate (GHz) 

Center 
wavelength (nm) 

On-chip 
power (mW) 

Pump 
scheme 

Bandwidth 
(octave) 

Dispersion Mitigated 
SRS 

This work  30 
 

1557 
 

12.5 Pulsed 0.4 Normal 
 

Yes 

Ref 15 250 1550 300 CW 0.65 Anomalous No 

Ref 16 335 1550 240 CW 0.8 Anomalous Yes 

Ref 17 200 2000 90 CW 0.2 Anomalous Yes 

Ref 18 200 1550 33 CW 0.15 Anomalous Yes 

Ref 19 200 1550 600 CW 1.15  

  
Anomalous Yes 
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Extended Data Fig. 1 Experimental setup. a, Setup schematic for pulse generation and driving 
across two LN photonic chips; b, Setup for testing spectrum under CW pumping. A circulator is 
used to monitor the spectrum in the backward direction. EDFA: erbium doped fiber amplifier; 
OSA: optical spectrum analyzer. 
 
Effect of annealing on dispersion 
The resonator device operates in a near-zero normal dispersion regime. To achieve this dispersion 
in conjunction with high quality factor, the resonator devices are annealed after fabrication. The 
annealing process slightly changes the bulk material dispersion, which in turn moves the 
waveguide dispersion from the anomalous regime into the normal regime. Using index data 
collected on thin-film LN wafers before and after annealing, we simulate and plot the group 
velocity dispersion 𝛽! = !"#

!$"
 and the dispersion operator 𝐷 = ∑ %&($()

&! 	(𝜔 − 𝜔#)$$%!,',⋯  
(Extended Data Fig. 2). 

Extended Data Fig. 2 Group velocity dispersion (left) and dispersion operator (right) curves of 
resonator waveguide geometry before and after high temperature furnace annealing. The annealing 
process pulls the dispersion from the anomalous into normal regime.  
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